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WEHRLAR B TLPHINEREEE AR AR
Company Name JIANGXI GLOBAL SUCCESS CIRCUIT CO., LTD.
shown on Report
. (W i LA 2 1 ESRE S WEBMREEREX CESETIRED
Address GANXIANG OPEN COOPERATION PILOT ZONE (SHANGLI INDUSTRIAL
PARK), JINSHAN TOWN, SHANGLI COUNTY, PINGXIANG CITY, JIANGXI
PROVINCE

DA R B BoRE A5 B R 2 1R A A

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the applicant

=R MR

Sample Name tin-spraying plate

FE N H 2025.06.21

Sample Received Date Jun. 21, 2025

=R R/ UNRE ] 2025.06.21-2025.06.25

Testing Period Jun. 21, 2025 to Jun. 25,2025

LR/ MRIEZ P ER, XATIRASHAE S T (Pb), 48 (Cd), 7K (Hg), SIS (Cr(VD)),
B (PBBs), % ¥ — [k (PBDEs), <BZK —H'[KH5 (DBP, BBP, DEHP, DIBP)iEAT
o Inspection & T

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent
Chromium (Cr(VI)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

R SE /AP 45 R BHZ T

Test Method/Test Result(s) Please refer to the following page(s).

Date

3 r 1
47 9% s HoH 2025.06.25

G %
FARZ I Technical Manager No. R158921909
7N J7ZRAB RN 5 22 DR 22 B T8 2R 4 X A ks ) DR

Hotline:400-6788-333  www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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Report No.  A2250433955101003E Page 2 of 7
ﬁﬁ)—lﬂﬁfﬁ% Test Method
o NN TR
P3R5 H MAXTTVE ez
Measured
Test Item(s) Test Method Equipment(s)
Y IEC 62321-5:2013 ICP-OES
Lead (Pb)
] IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
7K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
IS IBC 62321-7-2:2017H1/BKIEC 62321-5:20130|  Uv-visICP-OES

Hexavalent Chromium (Cr(VI))

NEEE
TIEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

Phthalates (DBP, BBP, DEHP, DIBP)

ZREEIK IEC 62321-12:2023 GC-MS
Polybrominated Biphenyls (PBBs)
EQ S IEC 62321-12:2023 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR — H IR IEC 62321-12:2023 GC-MS

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@c

ti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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6 25 5 Test Result(s)

WAIRE Tested Item(s) ?p‘f%o:;esult FrER H R MDL
Y Lead (Pb) N.D. 2 mg/kg

%% Cadmium (Cd) N.D. 2 mg/kg

7K Mercury (Hg) N.D. 2 mg/kg
751 8% Hexavalent Chromium (Cr(VI)) N.D. 8 mg/kg
AT E Tested Item(s) %ﬁizemlt J7 AR R MDL
EALNESS Polybrominated Biphenyls (PBBs)

— IR Monobromobiphenyl N.D. 25 mg/kg
IR Dibromobiphenyl N.D. 25 mg/kg
—{RELK Tribromobiphenyl N.D. 25 mg/kg

VU BRI 2K Tetrabromobiphenyl N.D. 25 mg/kg
TLIREEZR Pentabromobiphenyl N.D. 25 mg/kg
INTREXIR Hexabromobiphenyl N.D. 25 mg/kg
BRI Heptabromobiphenyl N.D. 25 mg/kg
JUIRIEZR Octabromobiphenyl N.D. 25 mg/kg
FLIREEZE Nonabromobiphenyl N.D. 25 mg/kg
FTRELK Decabromobiphenyl N.D. 25 mg/kg
TRBTE Tested Item(s) ?p‘f%i)olzesult HERHFE MDL
Z IR X Polybrominated Diphenyl Ethers (PBDEs)

— R 2K Monobromodiphenyl ether N.D. 25 mg/kg
R KT Dibromodiphenyl ether N.D. 25 mg/kg

— R KT Tribromodiphenyl ether N.D. 25 mg/kg
VUYR — 2K Tetrabromodiphenyl ether N.D. 25 mg/kg
VR 7Kk Pentabromodiphenyl ether N.D. 25 mg/kg

7N ¥R TRk Hexabromodiphenyl ether N.D. 25 mg/kg
‘¥R 2K Heptabromodiphenyl ether N.D. 25 mg/kg
J\IR KT Octabromodiphenyl ether N.D. 25 mg/kg
JLIR — <M Nonabromodiphenyl ether N.D. 25 mg/kg

~+ ¥R — 2K Decabromodiphenyl ether N.D. 25 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:complaint@cti-cert.com
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6 25 5 Test Result(s)

VAR H Tested Item(s) ?:'f%ool;esult JriER H IR MDL

4B % — B TE Phthalates (DBP, BBP, DEHP, DIBP)

AF2K — H i ] i Dibutyl phthalate N.D. 50 mg/kg

(DBP)

CAS#:84-74-2

SRR HER T L JE NS Butyl benzyl N.D. 50 mg/kg

phthalate (BBP)

CAS#:85-68-7

AR ZHIR — (2-2.%) CUliE Di- N.D. 50 mg/kg

(2-ethylhexyl) phthalate (DEHP)

CAS#:117-81-7

AR — H R — 5% T 5 Diisobutyl phthalate N.D. 50 mg/kg g
(DIBP) ‘-
CAS#:84-69-5 e
P /3L 3R Sample/Part Description \.

R CTIRERID  fiid §

No. CTI Sample ID Description Bi
1 003 PCB (A4 w
PCB(Tested as a whole)

B TR, &, RpemEEETe.

-H#HRBAITR, FERLEE—PRS, FHEREBEIR, R R AR BENEA & P
A —FERE—MREEE.
ND. = REGH CNFIrER 1 R)
-mg/kg =ppm=H S5+ L —
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-The sample(s) was tested as a whole, because it's impossible to disassemble or
separate it by current equipment and technology. The result(s) shown on this report
may be different from the content of any homogeneous material.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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ﬁﬁﬂ)—!ﬂﬁﬁ Test Process
1. #(Pb), (I, % (Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)
RERFEM T HFRN I fi ik 7] i R

Weigh sample and place it
in a vessel

::> Add digestion reagent

Digest the sample

F ICP-OES
iy
Analyzed by
ICP-OES

EETHKER
<:| Make up with

deionized water

2. 7 (Hg)
Mercury (Hg)

Fl AR A b R
) 7 2 A R
Dry Ashing/
Alkali Fusion/
Acid Dissolution

B

Residue

it

Filtration

S

Solution

FREFEM TGN
‘Weigh sample and place it
in a vessel

I i 5

—| Add digestion reagent

TH A

Digest the sample

H ICP-OES
ik
Analyzed by
ICP-OES

£ TR
<:| Make up with

deionized water

3. A (Cr (VD))

Hexavalent Chromium (Cr(VI))

FH R /R 1 TT
e OEL
Alkali Fusion/

Acid Dissolution

Y5 RicH
Residue
Filtration

H

Solution

PR ST AN

of the solution

o b
Weigh sample and place it — TN i )
in a vessel Add digestion reagent
AL R VA RE VA pHL A
|- — 3 .
Add test solution ——  Adjust the pH value
of the solution
8 465335 i L {12 AEBTRES
Adjust the pH value  — Malce up with

deionized water

Hotline:400-6788-333

ww.cti-cert.com

E-mail:info@cti-cert.com

TH R A
Digest the sample

11

wH, g
Cool and filter

F UV-vis 73T
Analyzed by UV-Vis

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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4. ZWEIK (PBBs), % —ZKRk (PBDEs)

Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDEs)

PRERER TEE FAT L IR L HR AR E R RN
Weigh sample and place ) Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

g

Tl GC-MS 43t F A DL E 2
e
Analyzed by GC-MS Make up with organic solvent

5. ARZ — HESES (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

FREF T EE A L 2R RS G B A A
Weigh sample and place Extracted with —>  Transfer the extract into a
it in a thimble organic solvent volumetric flask

g

i GC-MS 43 #7 HA B E 2
e
Analyzed by GC-MS Make up with organic solvent

—————

Hotline:400-6788-333
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rt.com  E-mail:info@cti-cert.c Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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Photo(s) of the sample(s)
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2. WAEHL AR AR HbE . B R
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by the

applicant who should be responsible for the authenticity which CTI hasn’t verified;

f'é HH Statement:
1. RIS T N2 < B Mo i B 4 5 08K
BRI F R AL, HIE RO H SR 5, CTIARAR SEH FUST

This report is considered invalid without approved signature, special seal and the seal on the perforation;

3. AR R 4 S S I i 47 T
The result(s) shown in this report refer(s) only to the sample(s) tested;
4. BAEAH U, RS RILAC-G8:09/2019 / CNAS-GLO15:2022 1 F fi B2 52 (w=0) — 7. FI & FU HEAT 757 & 1 1 5

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple Acceptance

Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GLO015:2022;
5. RACTIHHEIFE, AMIEDEHAMRS

Without written approval of CT]I, this report can’t be reproduced except in full;
6. WA G SCA B SN R A ER, Blh O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if generated), the

Chinese version shall prevail.
wrrffg 4 é}':fﬁﬁ***

*** End of report ***
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